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° Name : CP SYSTEM CO., LTD.
° Address : 27-37, JEONC

WANSANGGOKI GIL JEONGGWAN EUP, GLJANG—GUN BUSAN, KOREA
Reception Date: DEC . "26liigo1e il
Completion Date: DEC . 28, 2016

. Use of Report : SUBMISSION TO BUYER
. Test Sample : FLEXIBLE TUBE (CPS-22U)
. Test Resulis :

TEST ITEM UNIT B ety Us | plg=S TEST METHOD

Color st TR ASTM D 1148-88
olor fastness to Lig ‘
(UV Test) grade 5 300 W, 10 inch,

(40+1) €, 24 h

- Color fastness to Light (UV Test) —
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