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Korea Institute of Footwear &

Leather Technology Certificate No.: T-16-2165-3 =
Address : 152, DangGamSeo-Ro, Page( 1 )/( 1 )Pages KIFLT
BusanJin—Ku, Busan, Korea (/

Tel.:(051)897-9701 ~4,FAX:(051) 897- 9766

1. Client
o Name : CP SYSTEM O, LR

- Address : 27-37, JEON":_GWANSANGG©K1 G, JEONGGWAN—EUP GIJANG-GUN BUSAN, KOREA
2. Reception Date: DEC . 26 -:-'2016 i .

3. Completion Date: DEC . 28 , 2016

4. Use of Report : SUBMISSION TO BUYER

5. Test Sample : FLEXIBLE TUBE (PAH-22U)

6. Test Results :

TEST ITEM UNIT B sbeebe Un L gleeS TEST METHOD

ASTM D 1148-88
Color fastness to Light 3
300 W, 10 h,
(UV Test) grade 5 00 inc

(ol e 24 h

— Color fastness to Light (UV Test) —

F-P-20-04(0) KIFLT

‘ HlL: S SRS SR SYUAR7RHKT-426) LT 2 SEME MEAF OR Al K3t A

SIS LI 2 XA T S elo] A SOIRi0] AR 0jolg SEHoS




